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ASTAS

CERTIFICATE 3.1

EN 10204

Operatér ILKAY OZTURK
!;foﬁ! Nu’fnvber 15524 ' Sample Type 4A3uminum
% Si 0.51 % Ti 0.01
% Mg 0.56 % Cu 0.01
% Zn 0.02 % Mn 0.03
% Fe 0.20 Country of Origin Turkey / TR
Hardness (HB) 80 AlMgSi 6063 T66
Orderer PROFMETKOL ‘OrderNr 2024/0021/Astas
Astas Nr. 50006791 ‘Wall thickness 1.40 mm
Extrusion Test
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Mechanical properties are evaluated according to EN 755-2 standard
Testi Yapan and chemical composition properties according to EN 573-3 standard
!LI%Y OZTURK We confirm that the products in this shipment are inspected and
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